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Nottingham Road 

Derby 

DE21 6AS 

Tel: +44 (0) 1332 613 967 

E-mail: support@akoma.zendesk.com 

Activated Charcoal (Fine Powder) - COA 

 
 

CERTIFICATE OF ANALYSIS 
ACTIVATED CHARCOAL (FINE POWDER) 

 
DESCRIPTION 

Product:   Activated Charcoal (Fine Powder)    

INCI Name:   Charcoal      Source:  Coconut 

Compound Ingredients:   None (100% Activated Charcoal)  

CHARACTERISTICS 
     

PARAMETERS SPECIFICATION RESULTS 

Colour and Appearance: 

Odour: 

Moisture Content % : 

Black coloured fine loose powder 

No odour 

15.0 max 

Comparable to standard 

Comparable to standard 

3.5 

Total ash % on dry material: 

Particle size 325 ASTM mesh 

> 325 mesh (0.045 mm) (% by wt) 

< 325 mesh (0.045 mm) (% by wt) 

10.0 max 

1.0 max 

10 max 

90 min 

0.5 

Complies 

Conforms 

Conforms 

pH ( at 25ºC): 

Metal Trace Analysis: 

6.0 - 9.0@40g/l 

Corresponds to 
requirements 

7.8 

Conforms 

Fe (Iron): < 300 mg/kg Conforms 

Pb (Lead): < 10 mg/kg Conforms 

Zn (Zinc): < 10 mg/kg Conforms 

 
The information contained herein is true and accurate to the best of our knowledge and belief, but does not claim to be all 
inclusive. Users should conduct their own tests to determine the suitability of the product for their own specific use. Since the 
conditions of use are out of our control, Akoma International (UK) Ltd. shall not be held liable for any damage resulting from 
handling, application or processing of this material. This product has not been tested on animals. 

 
DECLARATION 
The original plant material has not in any way been genetically modified or derived from G.M.O’s or produced using G.M.O’s 
or their derivatives, and all reasonable steps have been take to avoid contamination from G.M.O’s or their derivatives. 

 
This product has not been tested on animals. 


